
Material Test Report

Report Number: P265498-2

Issue Number: 1

Date Issued: 18/08/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P265498

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 65366

Sample Number: 26-65366A

Date Sampled: 05/08/2026

Dates Tested: 06/08/2026 - 14/08/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water Technical Specification - Version 11.0, Issue
Date 18/12/2024 - Select Fill

Sample Location: Sydney Water - Select Fill

Material: GRAVEL; fine to coarse gravel, brown, with fine to coarse
sand, with clay/silt, plasticity

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: brett@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Brett Bellingham

Laboratory Manager

Laboratory Number: 15100

Particle Size Distribution (AS1289 3.6.1)

Sieve Passed % Passing Limits

53 mm 100 100

37.5 mm 95 60

26.5 mm 85

19 mm 72

13.2 mm 58

9.5 mm 48

6.7 mm 42

4.75 mm 38

2.36 mm 35 50

1.18 mm 34

0.6 mm 31

0.425 mm 23

0.3 mm 15

0.15 mm 8

0.075 mm 6 15

Min Max

Coefficient of Uniformity (D60/D10) 74.8 5

Atterberg Limit (AS1289 3.1.2 & 3.2.1 & 3.3.1) Min Max

Sample History Oven Dried

Preparation Method Dry Sieve

Liquid Limit (%) 24

Plastic Limit (%) 18

Plasticity Index (%) 6 15

Particle Size Distribution
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Clay Silt Sand Gravel Cobbles
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Material Test Report

Report Number: P265498-2

Issue Number: 1

Date Issued: 18/08/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P265498

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 65366

Sample Number: 26-65366A

Date Sampled: 05/08/2026

Dates Tested: 06/08/2026 - 17/08/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water Technical Specification - Version 11.0, Issue
Date 18/12/2024 - Select Fill

Sample Location: Sydney Water - Select Fill

Material: GRAVEL; fine to coarse gravel, brown, with fine to coarse
sand, with clay/silt, plasticity

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: brett@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Brett Bellingham

Laboratory Manager

Laboratory Number: 15100

California Bearing Ratio (AS 1289 6.1.1 & 2.1.1) Min Max

CBR taken at 5 mm

CBR % 110 8

Method of Compactive Effort Standard

Method used to Determine MDD AS 1289 5.1.1 & 2.1.1

Method used to Determine Plasticity Tactile

Maximum Dry Density (t/m3) 1.97

Optimum Moisture Content (%) 11.0

Laboratory Density Ratio (%) 99.5

Laboratory Moisture Ratio (%) 99.5

Dry Density after Soaking (t/m3) 1.97

Field Moisture Content (%) 11.2

Moisture Content at Placement (%) 11.1

Moisture Content Top 30mm (%) 13.2

Moisture Content Rest of Sample (%) 12.6

Mass Surcharge (kg) 4.5

Soaking Period (days) 4

Curing Hours (h) 25.4

Swell (%) 0.0

Oversize Material (mm) 19

Oversize Material Included Excluded

Oversize Material (%) 25.7

California Bearing Ratio

Results 2.5 5 Tangent
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