
Material Test Report

Report Number: P244010-11A

Issue Number: 1

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Sample Number: 26-60041A

Date Sampled: 13/04/2026

Dates Tested: 14/04/2026 - 21/04/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water WSA PS-350 Compaction Sand for Pipe
Embedment - Grade A

Sample Location: SW_Grade A Compaction Sand

Material: SAND; fine to coarse, yellow, trace fine gravel, trace silt

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: darien@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Darien Law

Data Acquisition and
Instrumentation

Laboratory Number: 15100

Electrical Resistivity (AS 1289.4.4.1)

Mean Resistivity (ohm.m) 560

Water Resistivity (ohm.m) 2880

Mean Dry Density (t/m3) 1.75

Mean Moisture Content (%) 17.1

Oversize Retained (%) 7

Specified Water Source Distilled Water

Input as kOhms for water resistance reading

Report Number: P244010-11A This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.
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Material Test Report

Report Number: P244010-11A

Issue Number: 1

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Sample Number: 26-60041B

Date Sampled: 13/04/2026

Dates Tested: 14/04/2026 - 21/04/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water WSA PS-350 Compaction Sand for Pipe
Embedment - Grade B

Sample Location: SW_Grade B Compaction Sand

Material: SAND; fine to coarse, yellow, trace fine gravel, trace silt

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: darien@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Darien Law

Data Acquisition and
Instrumentation

Laboratory Number: 15100

Electrical Resistivity (AS 1289.4.4.1)

Mean Resistivity (ohm.m) 610

Water Resistivity (ohm.m) 2880

Mean Dry Density (t/m3) 1.59

Mean Moisture Content (%) 24.0

Oversize Retained (%) 1

Specified Water Source Distilled Water

Input as kOhms for water resistance reading

Report Number: P244010-11A This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.
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Material Test Report

Report Number: P244010-11

Issue Number: 2 - This version supersedes all previous issues

Reissue Reason: Updated material description

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Sample Number: 26-60041A

Date Sampled: 13/04/2026

Dates Tested: 14/04/2026 - 17/04/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water WSA PS-350 Compaction Sand for Pipe
Embedment - Grade A

Sample Location: SW_Grade A Compaction Sand

Material: SAND; fine to coarse, yellow, trace fine gravel, trace silt

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: monire@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Monirehsadat Mirzamanibafghi

Soil Chemistry Geotechnician

Laboratory Number: 15100

pH Value of Soil (AS 1289 4.3.1) Min Max

Soil-suspension Temperature (oC) 20

Distilled Water pH 7.1

Depth

Material Description

Moisture Condition In situ / Natural /
Air-dried

pH 8.0

Electrical Conductivity (µS/cm)

For Conductivity - 1 dS/m = 1 mS/cm = 1000 µS/cm

Electrical Conductivity not covered by accreditation.

Report Number: P244010-11 This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.
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Material Test Report

Report Number: P244010-11

Issue Number: 2 - This version supersedes all previous issues

Reissue Reason: Updated material description

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Sample Number: 26-60041B

Date Sampled: 13/04/2026

Dates Tested: 14/04/2026 - 17/04/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water WSA PS-350 Compaction Sand for Pipe
Embedment - Grade B

Sample Location: SW_Grade B Compaction Sand

Material: SAND; fine to coarse, yellow, trace fine gravel, trace silt

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: monire@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Monirehsadat Mirzamanibafghi

Soil Chemistry Geotechnician

Laboratory Number: 15100

pH Value of Soil (AS 1289 4.3.1) Min Max

Soil-suspension Temperature (oC) 20

Distilled Water pH 7.1

Depth

Material Description

Moisture Condition In situ / Natural /
Air-dried

pH 7.5

Electrical Conductivity (µS/cm)

For Conductivity - 1 dS/m = 1 mS/cm = 1000 µS/cm

Electrical Conductivity not covered by accreditation.

Report Number: P244010-11 This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.
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Material Test Report

Report Number: P244010-11

Issue Number: 2 - This version supersedes all previous issues

Reissue Reason: Updated material description

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Dates Tested: 14/04/2026 - 17/04/2026

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: monire@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Monirehsadat Mirzamanibafghi

Soil Chemistry Geotechnician

Laboratory Number: 15100

Testing Information

Soil-suspension Temperature (oC) Distilled Water pH

20 7.1

pH Value of Soil (AS 1289 4.3.1)

Sample Number Location Material Description Moisture
Condition

Depth pH Electrical
Conductivity

(µS/cm)

Remarks

26-60041A SW_Grade A
Compaction

Sand

** ** ** 8.0 ** **

26-60041B SW_Grade B
Compaction

Sand

** ** ** 7.5 ** **

NOTE:

For Conductivity - 1 dS/m = 1 mS/cm = 1000 µS/cm

Electrical Conductivity not covered by accreditation.

Report Number: P244010-11 This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.

Page 3 of 3



Material Test Report

Report Number: P244010-11B

Issue Number: 1

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Sample Number: 26-60041A

Date Sampled: 13/04/2026

Dates Tested: 14/04/2026 - 20/04/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water WSA PS-350 Compaction Sand for Pipe
Embedment - Grade A

Sample Location: SW_Grade A Compaction Sand

Material: SAND; fine to coarse, yellow, trace fine gravel, trace silt

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: josh@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Joshua Brigham

Laboratory Manager

Laboratory Number: 15100

Particle Size Distribution (AS1289 3.6.1)

Sieve Passed % Passing Limits

19 mm 100

13.2 mm 100

9.5 mm 100

6.7 mm 100 100

4.75 mm 100 95 100

2.36 mm 93 85 95

1.18 mm 76 65 80

0.6 mm 59 50 70

0.425 mm 47

0.3 mm 30 30 50

0.15 mm 8 5 12

0.075 mm 4 3 8

Particle Size Distribution
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Clay Silt Sand Gravel Cobbles

Report Number: P244010-11B This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.
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Material Test Report

Report Number: P244010-11B

Issue Number: 1

Date Issued: 23/04/2026

Client: P. F. Formation

1 Patricia Fay Drive, Maroota NSW 2765

Contact: Joshua Graham

Project Number: P244010

Project Name: Laboratory Testing - Maroota

Project Location: 1 Patricia Fay Drive, Maroota

Work Request: 60041

Sample Number: 26-60041B

Date Sampled: 13/04/2026

Dates Tested: 14/04/2026 - 20/04/2026

Sampling Method: Sampled by Client

The results apply to the sample as received

Preparation Method: AS 1289.1.1 - Sampling and Preparation of Soils

Specification: Sydney Water WSA PS-350 Compaction Sand for Pipe
Embedment - Grade B

Sample Location: SW_Grade B Compaction Sand

Material: SAND; fine to coarse, yellow, trace fine gravel, trace silt

Alliance Geotechnical Pty Ltd

10 Welder Road Seven Hills NSW 2147

PO Box 275, Seven Hills NSW 1730

Phone: 1800 288 188

Email: josh@allgeo.com.au

Accredited for compliance with ISO/IEC 17025 - Testing

Approved Signatory: Joshua Brigham

Laboratory Manager

Laboratory Number: 15100

Particle Size Distribution (AS1289 3.6.1)

Sieve Passed % Passing Limits

19 mm 100

13.2 mm 100

9.5 mm 100

6.7 mm 100

4.75 mm 100 100

2.36 mm 99 90 100

1.18 mm 98 85 100

0.6 mm 93 70 100

0.425 mm 78

0.3 mm 53 50 100

0.15 mm 17 0 40

0.075 mm 3 0 5

Particle Size Distribution
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Report Number: P244010-11B This document shall not be reproduced except in full without approval of the laboratory.
Results relate only to the items tested/sampled.
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